
Maßnahmen

Reklamationsgrund
Aufbauen (Belagbildung) ● ● ● ● ● ●* ● ●* ● ●
Dublieren ● ● ● ● ● ● ● ●
Karbonieren, Abschmieren ● ● ● ● ●* ● ● ● ●
Farbannahme ● ● ●* ●*
Mottling (wolkiger Druck) ● ● ● ● ● ●* ● ● ●
Farbtrocknung ● ● ● ● ● ●* ●* ●
Rupfen ● ● ● ● ● ● ●* ● ● ●
Scheuerprobleme ● ● ● ● ● ● ●* ● ● ● ●
Laufeigenschaften ● ● ● ● ● ● ●
Fehldruckstellen ● ● ● ● ● ● ●* ●
Passerdifferenzen (Register) ● ● ● ● ● ● ● ● ● ●
Doppelbogeneinzug ● ● ● ● ● ● ●
Flächengewichtsunterschiede ● ●
Beschädigte Bogen/ Rolle ● ● ●
Formatabweichungen ● ●
Winkelschnitt ● ●
Planlage/ Welligkeit ● ● ● ●*
Falten ● ● ● ●
Falz- / Rillbruch ● ● ● ● ●
Oberflächenfehler ● ●
Stauben ● ● ● ● ● ● ● ● ● ●
Glanzunterschiede ● ●
Weißeunterschiede ● ●
Steifigkeit ● ● ● ● ●
Delamination / Blistern ● ● ● ● ● ●* ●
Stanzprobleme ● ● ● ● ●
Falschanlieferung (Artikel) ● ●
Mengendifferenz (Höhe) ● ●
Transportschäden ● ●
Verpackungsfehler ● ●
sonstige Fehler ●
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Gummituch
(Ablagerungen/ 

Gummituch- 
muster) 

Druckfarben
Hersteller / Serie
inklusive Probe*

Farb- 
reihenfolge

Feuchtmittel 
(pH Wert) & 
(% Alkohol)

inklusive Probe*

Produktions-
geschwindigkeit 

% Bg. 

Kennzeichnung 
SD/WD

Kommission-, 
Palettennummer, 

Palettenzettel, 
Batchcode

Produktions-
maschine 

(Type/ Hersteller)

Belegmuster 
unbedruckt
(je 5 Bogen)

Belegmuster 
bedruckt/ 

konfektioniert
(je 5 Bogen)

Klimamessung 
Raum & Papier 

(rel. Feuchte / °C)


